MIXTURE REQUIREMENTS

LOCATIONS 1-55 & RAMPS 1-55 & RAMPS SHOULDERS (2 & 2 1/4') & INCIDENTAL SURFACE/CROSSOVERS SHOULDERS {10} RTE 123 RTE 123
MIXTURE USE(S): BASE COURSE WIDENING POLYMER SURFACE POLYMER BINDER HMA SHOULDER HMA SHOULDER POLYMER HMA SURFACE POLYMER HMA BINDER
PGy PG 64-22 SBS PG 76-22 SBS PG 70-22 PG 64-22 PG 5§8-22 SBS PG 70-22 SBS PG 70-22
DESIGN AIR VOIDS: 4,0% @ N10S 4.0% @ N105 4,0% e N105 4.0%4 @ N50 2,04 @ N30 4.0% @ N90 4.0% @ N390
MIXTURE COMPOSITION
(GRADATION MIXTURE) It 18.0 IL 9.5 OR 12.5 IL 19.0 IL 9.0 OR 12.5 BAM (OTHER) IL 9.5 OR 125 iL 19.0
FRICTION AGGREGATE: N/A N/A N/A MIX € N/A MIX D N/A
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